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WALL AND CEILING FINISHES (M/121)
Explanatory note
The Construction Products Directive (89/106/EC) – CPD covers six essential requirements for construction products. In the original mandate and work programme these aspects were only partly taken into consideration, mostly due to a lack of data on existing requirements and/or lack of technical instruments to be harmonised in European standards. 

Construction products could emit or contain substances that have been defined as “dangerous substances” under European Directives and national regulations. While the emission (or the content) shall be below any existing European and/or national threshold values (where the product is placed on the market), manufacturers and authorities need transparent and understandable schemes in place for the declaration of product performance in this respect in order to determine conformance of the product with these regulatory requirements. This requires harmonised standards for the declaration of the potential release (or presence in those cases where a substance is banned or content where it is not possible to measure releases) of dangerous substances from construction products. The test methods to support this declaration will be provided by CEN TC 351 following the requirements of the Commission’s mandate M 366.

To identify substances to be assessed, CEN TCs have to consider the current versions of EU Directives and notified national regulations. 

Regulatory requirements to be referred to can be found: 

- Commission’s database on dangerous substances
;

- Indicative list indoor air/soil and (ground) water (DS 051)
- Annexes of amendment of mandate M/121
To facilitate the work of CEN product TCs, the attached annexes provide an inventory of substances/materials that are considered as the most relevant
 in the first phase for products covered under mandate M/121. It remains to the product TC to select the most efficient approach of identifying dangerous substances regulated and relevant for their specific products
.
However, the financial and technical burden of testing could in many cases be avoided if a clear definition and product declaration of a product and/or its intended use is introduced in a product standard. This could allow manufacturers and authorities to avoid any testing or to focus on a few relevant substances/components/materials for testing, while they could exclude certain substances/components/materials from their test schemes
. 
Objective

The objective of this mandate is for CEN to amend existing harmonised product standards (or standards under development) to cover ER3 requirements
 to an extent that will allow CE marked construction products to be placed on national markets without additional national requirements. 
Note: It should be stressed that this exercise shall not duplicate the ongoing work in TC 351 and its links to product TCs. But to avoid later misunderstandings and complications that might lead to delayed publications of harmonised product standards and/or the use of CE marking the dialogue between specification writers and the Commission/regulators/experts should be facilitated and strengthened. 
Description of the mandated work

The attached annex provides an overview on national notified regulatory requirements that have been linked by several experts of the Commission’s expert group on dangerous substances to products covered under mandate M/121. 
CEN has to assess the list and to take it completely into consideration when describing and justifying its selection of substances and their relevance in its work programme, in particular on the following aspects:

· If these substances may be present in products covered by mandate M/121 and in all existing harmonised product standards or harmonised product standards under development;

· If these substances are likely to emit from the above mentioned products and if these emissions are close to existing limit values in regulations referred to in this document
;

· If there is available data, particularly where the above mentioned products have been tested in the past on either content or emission of these substances by national authorities/bodies
;

Note: The work programme of the product TC will be used for further discussion in the EGDS between the Commission, national experts and experts of the product TC and TC 351.
CEN has to provide in existing harmonised product standards or harmonised product standards under development either 

· clear and transparent definitions of products
 that will make further requirements for testing for dangerous substances obsolete or/and 

· a set of clear and transparent requirements for product which will be laid down in product standards for these specific product families or relevant sub-families. 

Execution of the mandate
The standards resulting from this amended mandate will have to be delivered by no later than 12 months after the adoption of the technical specifications developed under mandate M/366.
After formal acceptance of the mandate, CEN will present to the Commission within 6 months a detailed proposal for the Work Programme. Having regard to the scope of this mandate this Work Programme will include 
· a selection and clear indication of substances/materials indicated in the annexes of this mandate which are considered as (ER 3) relevant in products covered by mandate M/121, or a justification for excluding substances/materials of the attached annex from standardisation work in the relevant product TC;

· a list of all product standards considered to require declaration categories for the potential release or content of regulated dangerous substances to enable fulfilment of regulatory requirements;

· the timetable for the development and the publication of each amended standard; if not all regulated dangerous substances can be dealt with in one phase/generation, it should be explained how and when to handle the other substances and which steps still need to be taken.
Note: Due to regulatory requirements (e.g. the content of restricted and banned substances in construction products), content
 measurement/test standards may also be considered.

Content may also be used as screening method in FPC or as part of a “Without Further Testing” scenario.

After examination of the Work Programme and consultations with CEN, the Commission will endorse the timetable and the list of measurement/test standards or parts of measurement/test standards, which meet the terms of this mandate.
The terms of reference of the mandate may be subject to modification or addition, if necessary, following the consultation of the Standards and Technical Regulations Committee, where appropriate. Especially, when the Commission has endorsed the Work Programme, the annex will be updated with the corresponding parts of the endorsed Work Programme.
The Commission
 may participate in standardisation activities as an observer and has the right to receive all relevant documents.
CEN will immediately inform the Commission of any problem relating to the carrying out of the mandate from within the Technical Committees. 
In an annual review meeting CEN/CENELEC will inform the Commission about the progress of the work.
The formal acceptance of this mandate by CEN will initiate the standstill procedure referred to in article 7 of the European Parliament and the Council Directive 98/34/EC of 22 June 1998.
CEN will present the final drafts of the harmonised European product standards to the Commission for confirmation of compliance with this mandate at the latest in accordance with the timetable agreed between CEN and the Commission.
The text of the European standards shall be delivered to the Commission in the three working languages of CEN (English, French, German).
CEN will provide the titles of the standards in all the official languages of the European Union.

Organisations to be involved 

As appropriate, CEN will invite the representative organisations of consumers’ interests (ANEC), environmental protection (ECOS), workers (ETUI-REHS) and small and medium-size enterprises (NORMAPME) to take part in the standardisation work.
	Annex I for an amendment of Mandate M/121 Wall and Ceiling Finishes with ER3 related requirements, August 2010
NOTE: this is a general list of notified regulations which may relate to regulated dangerous substances and ER 3 but which also deals with other issues. All relevant product TCs are asked to check through these and establish which regulations and which substances or properties are (ER 3) relevant to this specific task and to cover them in its standards
. Further, in the below list of regulations, the different wall and ceiling  types are not always aligned with the definitions of types in the wall and ceiling  product standards so all relevant product TCs are asked to adjust as appropriate.


	Wall and ceiling finishes for buildings

	Standards published in the Official Journal of the European Union

	EN Number
	Standard Title
	ER 3 requirements


	Indoor use
	Outdoor use
	Regulations****

	EN 12326-1


	Slate and stone products for discontinuous roofing and cladding - Part 1: Product specification
	Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, xylene,, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, TVOC
	
	x
	· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 12467


	Fibre-cement flat sheets - Product specification and test methods
	Declaration: Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

 (use is already closed out in the product standard)

For indoor use: emission of VOC (single substances, TVOC, SVOC and carcinogens) and content (declaration of active use) of carcinogenic and mutagenic substances (classes 1A and 1B)

Radiation (radium, uranium, radon, potassium, thorium)

 Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2007/577/D;

· Basic Safety Standards Directive (96/29/Euratom)

· Principles of health assessment of construction products in indoor environments (2009-167-D)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 13964


	Suspended ceilings - Requirements and test methods
	emission of VOC (single substances, TVOC, SVOC and carcinogens) and content  (declaration of active use) of carcinogenic and mutagenic substances (classes 1A and 1B)

Tests can be omitted, if the following conditions are met: The product consists of metal or untreated wood. For the top layer also untreated wood-based panels according to hEN 13986 or thermal insulation products according to hEN may be used without further testing, if the materials have already been tested or deemed to satisfy the health protection requirements valid in Germany. 

Radiation (radium, uranium, radon, potassium, thorium)

 Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

PCP

Naphtalene oils; Acenaphthene fraction; Anthracene, Anthracene oil,; Benz(a)anthracene; Benzo(a)pyrene, Benzo[ghi]perylene; Benzo[k]fluoranthene; Chrysene; Fluoranthene; Indeno[1,2,3-cd]pyrene; Phenantrene;(Polycyclic Aromatic Hydrocarbons (PAH)); 

Coal tar destillates; Creosote; Creosote oil; Phenols;

Formaldehyde; (in particular content)
Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	
	· 2006/191/D;

· Basic Safety Standards Directive (96/29/Euratom)

· Principles of health assessment of construction products in indoor environments (2009-167-D);
· 2010/554/D

· Ordinance of the Minister of Health and Social Welfare of 12 March*(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom
· Pentachlorophenol Decree (Consumer Goods Act) 97/0144/NL
· PAH-containing Coatings and Products Decree (Environmental Protection Act) 1995/62/NL
· Chipboard Decree (Consumer Goods Act) 85/0078/NL

· Regulation Building Decree 2003 (Articles 2.2-2.4 (formaldehyde) 2002/0110/NL
· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****


	EN 14509


	Self-supporting double skin metal faced insulating panels - Factory made products - Specifications
	For all products for German federal buildings:

Declaration of the use fluorinated gases as blowing agent (e.g. 134a in PUR cores);

Declaration of the use of chromium oxides for corrosion protection on metal face sheets
Radiation (radium, uranium, radon, potassium, thorium (for mineral wool))
Emission of VOCs

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, TVOC

	
	x
	· 2008/173/D;

· 2010/554/D
· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Ordinance of the Minister of Health and Social Welfare* of 12 March 1996**(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom
· Arrrêté of 30 April 2009 (2009/104/FR)

Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****


	EN 1469
	Natural stone products - Slabs for cladding - Requirements
	Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc
Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 
TVOC
	x
	x
	· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 14716


	Stretched ceilings - Requirements and test methods
	For products for German federal buildings: emission of formaldehyde and VOC (single substances, TVOC, SVOC and carcinogens)
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

PCP

Naphtalene oils; Acenaphthene fraction; Anthracene, Anthracene oil,; Benz(a)anthracene; Benzo(a)pyrene, Benzo[ghi]perylene; Benzo[k]fluoranthene; Chrysene; Fluoranthene; Indeno[1,2,3-cd]pyrene; Phenantrene;(Polycyclic Aromatic Hydrocarbons (PAH)); 

Coal tar destillates; Creosote; Creosote oil; Phenols;

Formaldehyde;

Not approved biocides

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	
	· 2010/554/D
· Ordinance of the Minister of Health and Social Welfare* of 12 March 1996**(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Pentachlorophenol Decree (Consumer Goods Act) 97/0144/NL
· PAH-containing Coatings and Products Decree (Environmental Protection Act) 1995/62/NL
· Chipboard Decree (Consumer Goods Act) 85/0078/NL

· Regulation Building Decree 2003 (Articles 2.2-2.4 (formaldehyde) 2002/0110/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 14782


	Self-supporting metal sheet for roofing, external cladding and internal lining – Product specification and requirements
	For products for German federal buildings:

Declaration of the use of chromium oxides for corrosion protection (for steel and aluminium); release of copper and zinc (release test for copper and zinc roofs)
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 
TVOC
	x 
	x
	· 2010/554/D
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 14783


	Fully supported metal sheet and strip for roofing, external cladding and internal lining – Product specification and requirements


	For products for German federal buildings:

Declaration of the use of chromium oxides for corrosion protection; release of copper and zinc (release test for copper and zinc roofs)
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 
TVOC
	x
	x
	· 2010/554/D
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL 

· Radiological Protection Decree 2001 (Euratom)
· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 14915


	Solid wood panelling and cladding - Characteristics, evaluation of conformity and marking
	For products for German federal buildings: emission of VOC (single substances, TVOC, SVOC and carcinogens); declaration of the use of biocides (substance name)
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

PCP

Naphtalene oils; Acenaphthene fraction; Anthracene, Anthracene oil,; Benz(a)anthracene; Benzo(a)pyrene, Benzo[ghi]perylene; Benzo[k]fluoranthene; Chrysene; Fluoranthene; Indeno[1,2,3-cd]pyrene; Phenantrene;(Polycyclic Aromatic Hydrocarbons (PAH)); 

Coal tar destillates; Creosote; Creosote oil; Phenols;

Formaldehyde;
Arsenic and arsenic components.
Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2010/554/D
· Ordinance of the Minister of Health and Social Welfare* of 12 March 1996**(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Pentachlorophenol Decree (Consumer Goods Act) 97/0144/NL
· PAH-containing Coatings and Products Decree (Environmental Protection Act) 1995/62/NL
· Regulation Building Decree 2003 (Articles 2.2-2.4 (formaldehyde) 2002/0110/NL

· Decree with Arsenic Compounds Preserved Wood (Environmental Protection Act)  Implementation 2003/2EC

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 15102


	Decorative wall coverings - Roll and panel form products
	For use in German federal buildings: emission of formaldehyde and VOC (single substances, TVOC, SVOC and carcinogens) 
Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 


	x
	
	· 2010/554/D;
· Basic Safety Standards Directive (96/29/Euratom)

· Requirements for all products for indoor use expected for 2011

· Ordinance of the Minister of Health and Social Welfare of 12 March*(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 438-7


	High-pressure decorative laminates (HPL) - Sheets based on thermosetting resins (Usually called Laminates) - Part 7: Compact laminate and HPL composite panels for internal and external wall and ceiling finishes
	For indoor use (except in industrial halls): emission of formaldehyde and VOC (single substances, TVOC, SVOC and carcinogens) and content (declaration of active use) of carcinogenic and mutagenic substances (classes 1A and 1B) and pentachlorophenol (content in recycled materials). 
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

PCP

Naphtalene oils; Acenaphthene fraction; Anthracene, Anthracene oil,; Benz(a)anthracene; Benzo(a)pyrene, Benzo[ghi]perylene; Benzo[k]fluoranthene; Chrysene; Fluoranthene; Indeno[1,2,3-cd]pyrene; Phenantrene;(Polycyclic Aromatic Hydrocarbons (PAH)); 

Coal tar destillates; Creosote; Creosote oil; Phenols;

formaldehyde
Not approved biocides

Arsenic and its compounds,

PCP

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2006/525/D

· Ordinance of the Minister of Health and Social Welfare* of 12 March 1996**

· Regulation Building Decree 2003 (Articles 2.2-2.4 Formaldehyde)    2002/0110/NL

· Products Decree Asbestos 2004/0294/NLProducts Regulation Asbestos 2004/0410/NL Radiological Protection Decree 2001 (Euratom)Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree with Arsenic Compounds Preserved Wood (Environmental Protection Act)  Implementation 2003/2EC

· PAH-containing Coatings and Products Decree (Environmental Protection Act) 1995/62/NL

· Pentachlorophenol Decree (Consumer Goods Act) 97/0144/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****


	EN 492


	Fibre-cement slates and fittings - Product specification and test methods
	Declaration: asbestos (use is already closed out in the product standard)

For indoor use: emission of VOC (single substances, TVOC, SVOC and carcinogens) and content  (declaration of active use) of carcinogenic and mutagenic substances (classes 1A and 1B)

Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2007/577/D;

· Basic Safety Standards Directive (96/29/Euratom)

· Principles of health assessment of construction products in indoor environments (2009-167-D)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 13245-2


	Plastics - Unplasticized poly(vinyl chloride) (PVC-U) profiles for building applications - Part 2: PVC-U profiles and PVC-UE profiles for internal and external wall and ceiling finishes
	For products for walls for federal buildings: Declaration of use of cadmium, lead and tin (in stabilizers);
For products for indoor use in federal buildings: emission of formaldehyde and VOC (single substances, TVOC, SVOC and carcinogens)

Emission of VOCs
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2010/554/D
· Ordinance of the Minister of Health and Social Welfare* of 12 March 1996**(PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 1304


	Clay roofing tiles and fittings – product definitions and specifications
	Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; ZincPolycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	
	x
	· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 490


	Concrete roofing tiles and fittings for roof covering and wall cladding – product specifications
	Radiation (radium, uranium, radon, potassium, thorium)

Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	
	x
	· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****

	EN 494


	Fibre-cement profiled sheets and fittings – product specifications and test methods
	Declaration: asbestos (use is already closed out in the product standard)

For indoor use: emission of VOC (single substances, TVOC, SVOC and carcinogens) and content of carcinogenic and mutagenic substances (classes 1A and 1B)
Radiation (radium, uranium, radon, potassium, thorium)
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	x
	x
	· 2007/577/D; 2009/167/D
· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****


	EN 544


	Bitumen shingles with mineral and/or synthetic reinforcements – product specification and test methods
	Radiation (radium, uranium, radon, potassium, thorium (for mineral wool))
Asbestos (anthophyllite; Asbestos, actinolite; amosite; anthophyllite; chrysotile; crocidolite; tremolite)***

Arsenic; Barium; Bromine;Cadmium; Chlorine; Chromium, total; Cobalt; Copper; Fluoride; Lead; Mercury; Molybdenum; Nickel; Selenium; Tin; Sulphate; Vanadium; Zinc

Polycyclic Aromatic Hydrocarbons (PAH);

Anthracene; Benzo(a)anthracene; Benzo(a)pyrene; Benzo(ghi)perylene; Benzo(k)fluoranthene; Chrysene;  Fluoranthene; Indeno(1,2,3cd)pyrene;  Naphthalene; Phenantrene;

Benzene ; Ethylbenzene;  Toluene;  Xylenes; 

Mineral Oil

Trichlorethylene, ethylhexyl phtalate, dibutyl phthalate

Formaldehyde, acetaldehyde, toluene, tetrachloroethylene, trimethylbenzene, dichlorobenzene,  ethylbenzene, butoxyethanol, styrene, 

	
	x
	· Basic Safety Standards Directive (96/29/Euratom)

· Regulation of the Council of Ministers of 2 January 2007 (Dz. U. Nr 4/2007, poz.29)* (PL)
· Products Decree Asbestos 2004/0294/NL

· Products Regulation Asbestos 2004/0410/NL

· Radiological Protection Decree 2001 (Euratom)

· Regulation on the Justification of Ionizing Radiation (2002) Euratom

· Regulation on Natural Sources of Ionizing Radiation 2008 Euratom

· Covenant "Standstill Radiation Exposure in Dwellings" Euratom

· Decree Soil Quality 2006/496/NL

· Regulation Soil Quality, Chapter 3, Building Materials 2006/557/NL

· Arrrêté of 30 April 2009 (2009/104/FR)

· Draft decree relating to the labelling of construction and decoration products on their emission of VOCs*****


*Regulation of the Council of Ministers of 2 January 2007 on the requirements imposed on the content of natural radioisotopes: potassium K-40, radium Ra-226 and thorium Th-228 in raw materials and materials applied in buildings for the accommodation of people and livestock, and in industrial waste applied in construction, and the control of radioisotope content. (not yet notified) 

** Ordinance of the Minister of Health and Social Welfare of 12 March 1996 on the permitted concentrations and intensities of agents harmful for health emitted by construction materials, facilities and components of furniture in rooms intended for human residence. 

*** The relevant TCs are asked to check if these substances could appear in secondary materials and if this would require specific testing
**** Product TCs should beware of many regulations that include general requirements on dangerous substances, not mentioned in annex I because they are amply met by these products and because they do not require product performance declaration. Therefore, such regulations are not included in this table but can be found in annex II.

***** This draft decree is still under discussion under the framework of the 98/34 Directive. However, assuming that this process will be finalised by the time CEN has to provide a work programme, all the relevant TCs are asked to take it into consideration.

� � HYPERLINK "http://ec.europa.eu/enterprise/construction/cpd-ds/" ��http://ec.europa.eu/enterprise/construction/cpd-ds/�





� The term “most relevant” for substances/materials in the inventory as well as in the selection and reply of each product TC highlights the importance of a fast and pragmatic approach two step approach for the first generation of product standards covering ER 3. The focus in the inventory as well as in the selection and reply by CEN TCs is on the substances/materials which are


most likely present in a product or will most likely emit form products;


have been identified by regulators as  risk for health and the environment;


To avoid that the standardisation work will be unnecessarily delayed by trying to cover less likely or less dangerous risks in the first generation, the first generation is supposed to cover the majority of risks and substances/materials, but allows for adaptations in subsequent five year reviews of the product standards.





� However, the manufacturer, or his agent established in the Community, shall be responsible for the attestation that products are in conformity with the requirements of a technical specification. (Art.13 of the CPD)





� Following this approach not all substances listed in a mandate have to be tested. Some substances can be excluded by description (i.e. “substance xy is not used in concentrations above 0.1 % w/w”)





� These ER-requirements include that the products put on a national market can fulfil the national legal requirements.


� The possibility of excluding products, components or substances from testing will be dealt with in detail in another document describing a system of defining products “without testing” or “without further testing”.


� If products have not been subject to testing for dangerous substances (or specific substances now mentioned in this document have not been assessed I the past) will be helpful to assess the priority given by regulators or the lack of useful technical instruments for the assessment, but does not necessarily indicate that Member State authorities might not insist on these specific requirements during the development of a standard or after it has been finalised. Therefore, each substance should be assessed carefully by the TC and in case of doubt clarification should be requested from the Commission.


� If necessary with regard to materials, constituents, admixtures, etc.


 


� 	For other regulations than the CPD the content of substances in a product/materials is relevant. Therefore the characteristic to be considered can also, as pointed out in the Guidance Paper H, be the content of the dangerous substance in the construction product, when this is the only practicable or legally correct solution (e.g. when waste is used). Although the CPD deals in particular with the emission of dangerous substances, measurement methods based on content may help for example with regard to incoming materials (e.g. any material used in the production process, treated or not, be it raw materials or materials resulting from any previous use or production).


�	This could also include assistance from the European Commission expert group on regulated dangerous substances.


� The relevant TCs are asked to identify for which substances regulatory requirements for declaration exist (therefore, relevant for annex ZA of specific hENs). TCs could also address in their work programme, if (due to requests for case-by-case testing/control of specific products) references/needs for horizontal test methods would be considered as necessary/needed.


� Other substances of potential relevance: see annex II
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